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Test results apply only to the sample(s) actually tested by UL LLC (“UL”). 

 

Product: 
Secondary Li-ion Battery Pack 

 
Tests Requested By: SKC Inc 

863 Valley View Road 
Eighty Four, PA, 15330-8619, USA 
 

Manufacturer:  

 

Model/Type/Serial Ref: AirCheck Touch Secondary Li-ion Battery Pack Model P75718  

(7.4 Vdc, 2.6 Ahr, 19.2 Wh) with 2s/1p ICR-18650K E-One Moli Li-ion cells. 

 
 

UL has determined that the sample(s) tested conform with the 
requirements of the Standard(s) indicated on this Certificate. 

 

Standard(s): UN Manual of Tests and Criteria Part III, Subsection 38.3 Lithium Metal and 
Lithium Ion Batteries, UN ST/SG/AC.10/11/ Rev.5/Amend.1 

 

Issued By: Kiran Shah 
 

Reviewed by:  William E. Platts 

Kiran Shah / Project Engineer    William E. Platts/Senior Project Engineer 
UL LLC UL LLC 
Any information and documentation involving UL Mark services are provided on behalf of UL LLC (UL) or any authorized licensee of UL. 
For questions in The United States of America you may call 1-877-UL-HELPS.  UL and UL logo are trademark of UL LLC © 2013. 

 

 The client provided all of the test samples for testing by UL.  UL did not select the 
samples or determine whether the samples provided were representative of other 
manufactured products.  UL has not established Follow-Up Service or other surveillance 
of the product.  UL’s name and marks shall not be used on or in connection with the 
product.  The client and or manufacturer are solely and fully responsible for conformity of 
all products to all applicable standards, specifications or requirements.  The test results 
may not be used, in whole or in part, in any other document without UL’s prior written 
approval. 


